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Product quality inspection sheet

Analysis project Qualitative index measured results

Large an small grains,g/kg ≤5 0.28

Color granule,plece/kg ≤10 0

Snake skin granule and tail granule,piece/kg ≤15 3

Melt mass flow rate,g/10min 0.7~1.3 0.98

Density,g/cm^3 0.918~0.922 0.9204

Tensile yield stress ,Mpa ≥8.5 10.7

Fracture nominal strain,% ≥300 359

The fog degree, ≤12 6.68

fisheye0.4mm,plece/1520cm^2 ≤15 8

fisheye0.8mm,plece/1520cm^2 ≤6 2

Falling impact strength, g (film thickness: 0.030mm) ≥250 363
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